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WELDING NECK SLIP-ON THREADED LAP JOINT

SOCKET WELDING




MATERIAL LIST

Cwbon | Low. teme Alloy Steel ASTM A182 Austenitic 5.5 ASTM A182 A216-WGB
: Steel | Stes per
Dscrption /ASTM |  AsT™M
Aws | Asso 2| F° F1t F22 304 316 304L 316L wcB
Carbo
* n 0.35max. | 0.30max. 0. 15max, 0.90-0.20 | 0.05-015 0.08max. | 0.08max. | 0.035max. | 0.035max, | 0.30max,
- .
“'“: ®%% | 065105 | 135max. | 030-080 | 0.30-080 | 0.30-060 | 20max. | 20max. | 20max. | 20max. | 100max.
Ph
H:i*";"' 0.040 0.035 0.030 0.040 0.040 0.040 0.040 0040 |. 0.040 0.040
S""""; max!  poso 0.040 0,030 0.04 0.040 0.030 0.030 0,030 0.030 0.045
2 :
-1 ﬂ:"" 035max. | 015-030 | 050max. | 05010 | 0SOmax. | 10max. | 10max. | 10max. | 1omax. | 0.60max.
0
-]
= Mickel
'; 0.40max. | 0.40max. | 0.50max. - - 8.00-100 | 10.00-14.00 | 8.00-12.00 | 10.00-15.00 | 0.50max.
Chromiurm
2, . 0.30max. | 0.60max. | 4060 | 100-150 | 2.00-250 |18.00-20.00| 16.00-18.00 | 18.00-20.00 | 16.00-18.00 | 0.45max.
8 Melybdenum )
% 042max. | 012max. | 0.44-065 | 0.44-065 | 087-113 - 2.0-3.0 - 2.00-3.00 | 0.25max.
%' ' 0.40max. | 0.40max. - - - - — — — 050,
Vanadium
% 0.03max. | 0.03max, - —_ - - - - - 0.03max.
- L[]
c“"‘ﬂ""""‘ 0.02max. | 0.02max. - ~ - - - - = -
Tansile min
vt 485 485-665 485 515 515 515 515 485 485 465-665
= ol 250 250 275 310 310 205 205 170 170 250
<1 (Mpa)
Elongati
H i 22 22 20 20 20 30 30 30 30 22
E min %
= .
3 H““:“““ 30 30 35 30 30 50 50 50 50 35
- HE
2 187 187 Wa-2i7 | 156207 | 156-207 - - - - -
max,
Impct V=
- 16/-45.6 - - - - —~ —~ - -
man (J) ©
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